
 
 

            SOFT SILICONE GEL TAPE AND CHIPS                       Series: Cx / Tx 
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       Notes 

       Before use, remove dust from object. Attach with even pressure after removing the separation liner paper. 

       Apply sufficient pressure to securely attached PSA. Powder is applied to the surface of the gel.  

 

 

Performance Data Theta-5 Properties Shock Absorption Guide 

Part Number A B C Drawing 

T1 GEL TAPE 1000 10 1 PDF 

T2 GEL TAPE 1000 20 1 PDF 

T3 GEL TAPE 1000 10 2 PDF 

T4 GEL TAPE 1000 20 2 PDF 

T5 GEL TAPE 1000 10 3 PDF 

T6 GEL TAPE 1000 20 3 PDF 

Part Number A B C Drawing 

C1 GEL CHIP 10 10 3 PDF 

C2 GEL CHIP 10 10 5 PDF 

C3 GEL CHIP 15 15 3 PDF 

C4 GEL CHIP 15 15 5 PDF 

C5 GEL CHIP 15 15 10 PDF 

C6 GEL CHIP 20 20 3 PDF 

C7 GEL CHIP 20 20 5 PDF 

C8 GEL CHIP 20 20 10 PDF 

 

• Cuttable shock absorbent pads for ease of use with one side adhesive. 

• Made from Theta-5 gel that is both soft and strong.  

• Excellent shock absorbing and vibration damping functionality.  

• Effective solution for narrow enclosures.  

• Provides stable performance even under severe conditions.  

• Available in custom shapes/sizes (subject to MOQ).  

• Typical applications include smartphones, tablets, digital cameras, 

industrial computers and wearable devices. 

• ROHS and REACH SVHC compliant, Halogen Free 

 

 

Dimensions in mm 

Gel Tape 

https://mec-uk.co.uk/new-admin/uploads/pdf/Silicone%20gel%20sheet%20-%20performance%20data.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/Silicone%20Gel%20Material%20-%20Properties.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/ALPHA%20GEL%20SHOCK%20ABSORPTION.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T1%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T2%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T3%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T4%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T5%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/T6%20Gel%20Tape.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C1%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C2%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C3%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C4%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C5%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C6%20GEL%20CHIP.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C7%20Gel%20Chip.pdf
https://mec-uk.co.uk/new-admin/uploads/pdf/C8%20Gel%20Chip.pdf

